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ABSTRACT

Numerous cracks and leaks in the superheater header tube attachment welds in

the LHA-I class of amphibious assault ships have prompted an Investigation by the

Naval Sea Systems Command (NAVSEA). This thesis describes the stress analysis of

the superheater header tube attachment region using a three dimensional axisvmmetric

Finite Element model. The SAP 80 structural analysis program was utilized to conduct

the analysis. Both pre and post processors were employed to obtain graphical

representations of the model as well as the results of the stress analysis. This thesis

focuses primarily on thermally induced stresses produced in the header. Some results

obtained for a nominal 100 Degree F temperature drop across the thickness of the

superheater header wall yielded a maximum hoop stress of 19.01 (Ksi) and a maximum

in plane stress of 1.58 (Ksi).
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I. INTRODUCTION

Over the past five Years the United States Navy has experienced an unusually

large number of failures of the superheater header tube attachment weld utilized in the

Combustion Engineering Co. model V2M marine boiler which is installed aboard the

LHA-l class of amphibious assault ships. The Naval Sea Systems Command

(NAVSEA) began an investigation to determine the cause of the failure and any

possible solutions to the problem. Part of the investigation included an extensive

instrumentation of the No. 2 main boiler installed aboard the USS Belleau Wood

(LHA-3) for the purpose of determining thermally induced stress information

applicable to an LHA-I Class header model. The instrumentation included
thermocouples strain gages and dial indicators.

During March 1986 the USS Belleau Wood conducted underway operations at

various speed and load conditions while the installed instrumentation coupled with an

automated data acquisition system recorded temperature, strain and displacement data
for the header. Data for the following plant load conditions was recorded:

* cold lite-off cycle (approx. 4 Hrs.)

0 25 % steady state boiler operation

0 iO %steady state boiler operation
* 5 % steady state boiler operation

S 90 % steady state boiler operation

Data readings were recorded automatically at 15 minute intervals during each of these
conditions. Details of the instrumentation location and sample data are included as

Appendix A.

Despite the extensive amount of temperature data which was recorded, only a
limDited amount of data was available in the region of the header which was modelled

-since there were only three thermocouples installed in the local region of the header

tube attachment weld.

A Finite Element model of the header was developed using the SAP 80 structural

analysis program. Using the model which was developed, a study was made of the

effects of thermal gradients on the stresses experienced in the header. A discussion is

also included of some of the factors which introduce some non-linearities into the

%



problem, such as the consideration of temperature dependent material properties and
the effects of creep on the structure at the elevated operating temperatures which are
experienced.
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II. DETAILED DESCRIPTION OF THE PROBLEM

The V2M marine boilers installed aboard the LHA-I class of ships are two drum,

natural circulation -D" type boilers manufactured by the Combustion Engineering Co.

Two boilers, one left hand and one right hand are installed in the main engine rooms
as shown in Figure 2.1. Each boiler has an integral superheater and extended surface
economizer. The boilers are designed to produce superheated steam at 628 Psi at 904
Degrees F at the superheater outlet under full rated conditions.

A. SUPERHEATER DESCRIPTION

The superheater raises the temperature of the saturated steam leaving the steam
drum Superheating the steam is a means of increasing the efficiency of the boiler as
well as preventing erosion of the turbine blades. The superheater is made up of 268

"U" shaped tubes which are inclined from the vertical. The 268 tubes are arranged in
67 rows with each row containing four tubes. The tube elements terminate in two

headers at the bottom of the boiler, as shown in Figure 2.2. One header is designated

,he inlet outlet header while the other is designated the intermediate header.
Diaphragms in the inlet, outlet header and the intermediate header divide the
;uperheater into four passes as shown in Figure 2.3.

Tube elements are contact rolled into holes in the headers. The holes are

counterbored and the elements are seal welded to the header in the counterbores. The
tubes are 1.5 Inch OD X 0.12 Inch minimum wall thickness, seamless 2.25 Chrome

, tubinc (MIL-T-16286, Class E). The headers themselves are 12.75 Inch OD X 2 Inch
,iminimum wal thickness, 2.25 Chrome pipe (ASE-SA-335, Grade P-22). The headers

are flattened on top to widen the area where the tubes are attached. There are 23

ellip-tical handholes in each header on the side opposite to the tube holes. These holes
provide access for inspection and seal welding.

The superheater elements are supported from the headers which have support
saddles at each end. The alignment of the tubes is maintained by attachment to the

third row of screen tu1,es on one side and the fourth row of 2 Inch tubes at tIe
entrance to the generating bank. This attachment is made by the use of attachment

.ugs as illustrated I Figure 2.3.

10
,.

4 . - . -.:. . ' ~ - I . 5 . -4'



-00UA > - U z
Z M ( 0

W c U

e0

Z(J 00

zz

21-i

IL r4



SUPERRIAERS

t4?ENMIOIAT NIACINm

EARAL WALLN

'4v

.4,1

AsI

4 - ,U -. E 
S r 4 4



now 4 ruEs ALIGAIMINV LUGS ALIGNiMENT TILE

~ i k~ ELEMENTS 01"3-±~l uj

OETAIL OF ALIGNMINT PITTINGS

/NI IT/&lE OUTLET

INLETT

OIAPRAGS-100 INTENMICIATE H4EADER

Figure 2.3 I-our Pass Superheater Schematic and
A1igicnt Lug Orientation.

13

'N3



B. GEOMETRIC DESCRIPTION OF THE HEADER/TUBE ATTACHMENT

REGION

Figure 2.4 illustrates a cross section view of the superheater header which shows

the orientation of the tube holes. The counterbore dimensions are indicated on the

drawing as well as the arrangement of the tubes with respect to the header. Figure 2.5

offers an expanded view of the headertube attachment region. As shown. ,he

counterbore has a 1'S Inch radius of curvature. It should be noted that Figure 2.5 is

not to scale and therefore offers a distorted view of the region. Using the dimensions

provided in Figure 2.5. Figure 2.6 was then constructed to scale using a scale of

30.449:1. Figure 2.6 was utilized to obtain the coordinates needed to define the

geometry of the region for modelling purposes. The shape of the top surface of the

,Xeld is restricted not to exceed 1.'16 Inches above the surface of the header in

[Ref. 1: Page A-181. As shown in Figure 2.6, a circular arc was chosen to describe the

top surface of the weld.

C. DESCRIPTION OF OBSERVED SERVICE FAILURES

The most complete information compiled by NAVSEA concerning failures of the

joint in question was obtained after removal of the superheater headers from the LSS

Tarawa (LHA-l). Figures 2.7, 2.8, 2.9, 2.10 and 2.11 are photographs which were

taken after the header was split longitudinally in order to reveal the surface of the

welds on the inside of the header. Following removal, magnetic particle tests were

performed to detect any cracks which were present in the header. A summary of the

results from the magnetic particle tests are illustrated in Figures 2.12. 2.13 and 2.14.

The results of the magnetic particle tests showed that there was no particular pattern

to the location of the failures. However. as the figures show, the failures seem to be

more frequent towards the ends of the header. This fact would tend to discount the

hypothesis that the failures were caused by a sagging condition of the header due to

the fact that the two saddle supports for the header are located at the inlet and outlet

ends of the header. If this hypothesis was correct one would expect to see the failures

concentrated in the center region of the header since the stresses produced by sagging

would be a maximum in this region. During the examination, it was also discovered

that a large percentage of the welds were actually bridged to adjacent welds by excess

weld material.

Findings from the USS Tarawa's headers indicated that all of the failures

appeared to occur in the weld matcrial, and that ,he most common mode of failure was

14
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a radially oriented crack in the weld material. More detailed metallurgical inspections
of the failure surfaces revealed a significant amount of corrosion. The pattern of the
corrosion indicated that the failure took place in a progressive manner over a relatively
long period of time.
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Figure 2.4 Superheater Header Cross Section.
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111. GENERAL DESCRIPTION OF SAP-80

The SAP-SO structural analysis program is actually a series of computer

programs for the static and dynamic Finite Element analysis of structures. The

prcgram was develcped by Professor Edward L. Wilson of the University of- California

at Berkeley.

A. METHOD OF SOLUTION
For static analysis of the isoparametric problem, SAP-80 solves the following

node point equilibrium equation as developed in (Ref. 2: page 1631:

K U = R (eqn 1)

* K = Union of all the element stiffness matrices

" U = Unknown node displacements

* R = Load matrix which includes concentrated nodal forces, body forces.
sur!ace forces and the initial forces.

The stif'fness matrix is defined in equation 3.2

K = 5 C BdV eqn 3.2

where:
* B = Strain - Displacement Transformation Matrix

0 C = Constant Material Property Matrix (Stress-Strain Relationshipi

I2



The elements of B are functions of the natural coordinates r,s and t being derived from
the isoparametric representation of displacements and the inverse of the Jacobian
matrix. The integration is carried out in the natural coordinate system of reference.
and dV is defined as:

dV = Det (J) dr ds dt (eqn 3.3)

where:

* Det(J) = Determinant of the Jacobian Matrix

The integration is accomplished using Gauss quadrature and the resulting matrix is
stored in compacted form.

B. PRE AND POST PROCESSOR CAPABILITIES

Pre and post processing for the SAP-80 system is included in the "SAPLOT'"
program. SAPLOT is an interactive geometric plotting pre and post processor. The
program has options for plotting two and three dimensional views displaying any of the
following:

0 Undeformed structural geometry
* Static analysis deformed shape
0 Steady state analysis deformed shapes

Mode shapes
The model may be viewed from any arbitrary direction. The user locates any arbitrary
point with respect to the Global X, Y. Z coordinate system. This point is called the
view control point. The view is set in the direction pointing away from the view
control point and towards the SAP-SQ Global origin. The actual location of the

ivewer s eye is assumed to be at infinity. Once the view direction is set. the user can
rotate the view by specifying which of the SAP-SO Global axes is to appear vertically
upward on the screen.

When displaying the deformed shape of the structure, the user may also plot the
undeforrned shape with dashed lines. The user can also set the maximum values for
displacements in order to accentuate the structural deformation. The deformed shapes

'S,. 2,
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of elements may be plotted with displaced straight lines or with cubic curves. The

program also has an option which allows the elements to be shrunk about their

centroids, thereby clearly displaying element connectivities and uncovering any

overlapped element boundaries. This is called the "element shrinkage" option.

The program has a "window" option which allows the user to display "blowup"

ilriages o, Ilocalized regions within the structure. The program also has the capability

to label node points as well as element numbers.

C. FINITE ELEMENT MODEL DEVELOPMENT

After review of the information available concerning the failure of the header

tube attachment weld. it was decided to model the region shown in Figure 2.5. The

justification for modelling a relatively small area of the header is that all of the

observed failures occured in this local region of the structure as indicated earlier in this

paper.

SAP-80 provides several elaborate node generation systems which allow for the

development of an extensive node mesh. In the model which was developed, three

node generation schemes were utilized: Linear generation, Lagrangian generation and

Quadrilateral generation. The element chosen for this model was the nine node

W[.%. isoparametric axisymmetric quadrilateral element. [Ref. 3: page 10] discusses the

advantages of the nine node quadrilateral element over the eight node quadrilateral

element for an analysis of this type. In SAP-SO this type of element is referred to as

the "ASOLID" element. Figure 3.1 illustrates the local (r.s) coordinate axes as we!l as

the Global (Y,Z) axes utilized for the axisymmetric (asolid) nine node quadrilateral

element which was utilized in the model development. Despite a small increase in the

comoutation time, the addition of the ninth node prevents some possible errors in te

sciution of the problem. The errors most commonly avoided are ones which arise due

to the fact that some of the elements within the mesh may have significantly distorted

quadrilateral shapes. The geometry of the structure contains an axis of symmetn. the

center line of the superheater tube, which allows the three dimensional structure to be

represented by a model which appears to be two dimensional (Y-Z Plane). The

axisynimetric element type chosen rotates the structure as represented in the Y-Z Plane

through 360 Degrees to form a three dimensional structure. Figure 3.2 shows the

model of the header tube attachment region which was developed. The model consists

of" 1901 node points which form a tctai cf'0) w e-ents

29
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As shown in Figure 3.3, elements 1 through 20 were developed using the linear

2eneration scheme. Elements I through 20 comprise the tube wall of the model.

Figure 3.4 illustrates elements 21 through 56 which comprise the weld material of the

model. Elements 21 through 56 were developed in such a manner that tiose elements

comprised solely the weld material and no other area of the structure. This was done

to allow for the possible input of separate material properties for the weld material.

Figure 3.5 illustrates elements 141 through 200 which make up the header wall. Figure

3.6 illustrates elements 57 through 140 which also make up part of the header wall.

Figure 3.7 illustrates the usage of the "element shrinkage" option which allows the user

to uncover any pcssible element overlap which would produce erroneous results upon

execution of the program.

In SAP-80 every node point of the structural model has six displacement

components, three global translations X,Y,Z and three global rotations, RX, RY. and

RZ. The directions associated with these six displacement components are known as

the degrees of freedom of the node. The boundary conditions are entered by

elininating the appropriate degrees of freedom from the desired node points of the

model. In the model that was developed, the right hand side of elements IS8 through

200 were assumed to be fixed. To accomplish this both the Y and Z direction degrees

oil freedom of the appropriate node points were eliminated from the equations to be

solved. The boundary" between the tube and the header was considered to be a

frictional surface. The node points below the weld which are on the boundary between

the tube and the header were constrained together in the Y direction but the two
-r surfaces were allowed to move with respect to one another in the Z direction.

The output from the SAP-80 code includes the following:

" Displacements

• Stresses

" Reactions

All of these results are available in either graphical or tabular form. Because of the

ability to display a large amount of data in a relatively small space, the results have

been presented in graphical form throughout this report. All plotted stress results in

this report are in units of Ksi.
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Figure 3.2 Finite Element Model of Header Tube Attachment Region.

32



Co

IIL

-= FILE : headerl

UNOEFORMEO GEOMETRY

Figure 3.3 Model Elements No. 1 through 20 (Tube Wall).
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Figure 3.4 Model Elements No, 21 through 56 (Weld Material).
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Figure 3.5 Model Elements No. 57 through 140 (Header Wall).
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Figure 3.6 Mode[ Elements No. 141 through 200 (Header Wall).
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Figure 3.7 Illustration of the "Element Shrinkage" Option.
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IV. SOLUTION OF THE PROBLEM

The SAP-SO code was implemented on an IBM PC AT computer at the Naval

Postgraduate School. All execution including pre and post processor graphics were
accomplished on the same computer.

A. MATERIAL PROPERTIES

The material used for construction of the superheater tubes as well as the header
is 2.25 '6 Chromium 1 °.9 Molybdenum Steel tASTM Grade 22). The properties of

concern include Young's Modulus (E), Poisson's Ratio (v), the Coefficient of Thermal

Expansion (a). the ultimate tensile strength and the yield strength. NAVSEA
performed several tensile tests to obtain Yield and Ultimate tensile strength data. The
results of the material tests are included as Appendix B.

The values used for the remaining properties were obtained in [Ref. 4: page 4.711.

and are as listed below:

• E = 29.6 (Kpsi)
. a = 6.5 (p Inch Inch Degree F)

v ' = .30

It s'iould be noted at this point that all three of these constants are actuall'y functions

of :emperature and therefore they intrcduce some non linearities into the problem.

The values mentioned above are all evaluated at approximately room temperature.

B. MODEL LOAD DEVELOPMENT

A total of three load conditions were applied to the model. These include an

Sinternal pressure load, thermal loading and a longitudinal load applied to tl-e

';uperheater tube.
'4: 1. Internal Pressure Load

An internal pressure load was applied to all node points which are located on

the inside walls of the tube and header as indicated in Figure -1.2. Durin7 normal
operation of the boiler the maximum i'ull rating value for internal pressure is (19) pi.

As a 'worst case" scenario, an internal .re;sure of -00 Psi was applied to the model .s

Js
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-e cnnbe above. YVK %-re sot~e for the pressure loadi condition alone

:ITustr-ted mn F:zurei 41.2. .. A and 4;.5. In the region of "interest, the maximumn hoop

stress, obtaned %%as o.69) Ks:,. -1ur .2 iLustrates the -,cop s:resscs which were

1.:-11-%-d. Fizure -4.3 an"' 4.4 i!21ustrate the principal stresses WhIch wore calculated.

Fieu-,re .4 :ust,-ates the deformned structure wxith -he pressure coad appo1ied-. Using the

N:uw crr:on a.. ct thcse stresses have 'been plotted in the local region of'the header

tube a-tachment wved. From thnese results it is clear that the pressure loading condition

has a minima! eliect on th e stress !eve! of' the superheater header structure.

2Longitudinal Tube Load

The second load developed was a longitudinal load resulting from the ;nternal

Pressure. If" --he superhe-mer tube is assumed to bie a thin walled cylindrical pressure

%-essel with an Internal pressure. then f-rom (Re," 5: page 3S]S. the longitudinal stress

-1an be calc-latcd as follows:

= pr (eqn41

n interrna prc ssure -00 Psi)

* r nner radius- of c,,, ider = 0.7- Inches)

* t = taickness of chider wall = 0. 12 (1iches)

U In th ese %alo;es, the foliowinz Lon~itudinal stress ;s obtained:.

at=ISY.75 (Psi) (eqn -1-2)

This stress is then converted to a force by multioivin g by the cross section area of the

tube:

39



Area = (ro - ri (eqn 4.

Area .520 (Inches 2) (eqn 4.4)

The force F can now be calculated as:

F = al X Area 955.5 (Lbf) (eqn 4.5)

In order to apply this force to the three dimensional model the force must be

calculated per radian. This is calculated as follows:

F" = 955.5 (1, 2r) 152 (Lbr) (eqn 4.6)

Now utilizing the principl of consistent loading as developed in [Ref. 6: page 164], this

load was applied to nodes 85, 86, and 87 as follows:

0 F85  = F'(16) = 25.3 (Lbf)

0 F86  = F' (2 3) = 101.3 (Lbf)

* F,7  = F (1,6) = 25.3 (Lbf)

This loading is illustrated in Figure 4.6

The results for the longitudinal tube load in the region of interest indicated a

maximum hoop stress of 0.96 (Ksi). Figures 4.7, 4.S and 4.9 illustrate the results

I0
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obtained for this load condition. Once again the magnitude of the stresses rosuhuIn2

from this load are extremely small when compared to the potential magnitude of the

herma", stresses.

3. Thermal Load

The thermal loading of the structure in this case is probably -'-e most

:mpor:art- simply because of the relative magnitudes of the other stress conpared to

the magnitude of the thermal stresses. From the basic thermal stress equation:

ath = Ea T ieqn4.7)

and using the values for E and a stated earlier, and a nominal A T of 100 Degrees F:

th 19.24 Ksi) (eqn 4.S

Clearly then, the potential magnitude of the thermal stresses in this problem indicate
t'nat -he development of a plausible temperature gradient for application to the model

is an integral part of the stress analysis of the structure.

In order to develop a realistic temperature gradient in the structure it became

apparent that a solution of the heat conduction equation was necessary. To

a:cocpolish this an analo v to the stress strA,, problem was developed. By making, the

appropriate changes to the SAP-SO cod a oluz:on to the steady state heat ccnduction

rcbiem was obtained. The input :.i'.e fcr this modified problem was dinu.,zed

HIEADERT. The input for this pro:nrum %-aw the temperature boundary cond:tio.ns on

the model. The data from Appendix A :ndicates that the maximum temperature

uifdIcrcnce between the outside an :',;d k ,aais of the superheater header duri:'p.

CIeration was approximazciv 1I1, Dc%:rce< I. Fra'm this same data it was clear that tl,e

tenmperature varation during 'flex :e% k ht-Lre the load is varied Crom 9f)", to 5(f'

"1



and back to 90% was minimal. It became clear that the only substantial temperature

gradients would exist during the start up or shut down of the boiler. The normal

,- practce when securing the boiler is to place a "steam blanket" on the boier as the

boiler is shut down. The normal pressure of the steam used for this process is 150

(Psi). The corresponding saturation temperature for this pressure is approximately 350

Degrees F. During this process the top of the header and the surface of the

superheater tube is exposed to the air inside the boiler. Using this information.

boundary temperatures were assumed as illustrated in Figure 4.11. The output of the

HEADERT program was the steady state temperature at each of the 1001 node points
in the model. Figures 4.12 and 4.13 illustrate the temperature field which was created

using the boundary conditions mentioned above. The results from the HEADERT

program were substituted into the "potential'" file of the HEADER program prior to

solution of the equations.

Having developed a plausible temperature field for the model the program

HEADER was executed. The load "combination" option of the SAP-80 code allows

the user to obtain results for any selected combination of the load conditions which are

included in the SAP-S0 input file. The input file for HEADER contained two load

conditions; the thermal loading as well as the longitudinal load applied to the

superheater tube. The listing of the HEADERT and HEADER input files are included

as Appendices E and F respectively.

The results for the thermal load condition, in the local region of the weld.

indicated a maximum hoop stress of 19.01 (Ksi). Figures 4.14 illustrates the calculated

hoop stresses in this region. Figures 4.15 and 4.16 illustrate the maximum and

rrinimum principal stresses in the same region of the model. These results clearly show

that the magnitude of the thermal stresses greatly overshadows both the internal

pressure load and the longitudinal tube load.

C. ERROR CONSIDERATIONS

One of the best indicators of the accuracy of a finite element solution is to

exarrune the results at the boundaries of adiacent elements. With the graphical results

that have been presented, a feel for the accuracy can be obtained by looking closely at

the stress contours that are plotted. In all of the results that have been obtained in

this ana'ysis, the stress contours exhibit extremely good continuity and there are very
',;. fe'.v places where there seems be a significant difference in calculated stresses at "he

boundaries of adjacent elements, Depile the fact that some of the quadrilateral

42
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elements were quite distorted, no mathematical singularities were encountered drinrv

solution of the problem. This can most likely be attributed to the use of a su1,,c:Cntv

tine mesh and the nine node quadrilateral element.

Probably the largest source of error is actually introduced in the definition of the

problem to be solved. In this analysis several assumptions had to made in order to

arrive at an adequa:e problem definition. The various assumptions which were made

have been discussed as they arose during the problem formulation. The assumptions

made during the problem formulation are most likely the largest source of error in the

, cluticn of :he problem.
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Figure 4.1 Orientation of the Internal Pressure Load.
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Figure 4.3 Maximum In Plane Stress for Pressure Load Condition (Ksi).
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Figaure 4.5 Deformed Structure for the Pressure Load Condition.



0 
5 FF8

F8 6

*~FILE headerl 4

UNLOPMLO GLOC' ETRY

Figure 4.6 Longi'udinal Loading of the Superheater Tube.
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Figure 4.7 Hoop Stress for the Longitudinal Load Condition (Kst).
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V. CONCLUSIONS

-4, A. DISCUSSION OF RESULTS

As illustrated in the previous chapter, the thermal stresses are by far the most

dominant stresses in this problem. The maximum calculated hoop stress of 19.01 (Ksi)

does not exceed the yield strength of the material, which is approximately 35 (Ksi , as

"4 listed in Appendix B. However, if the possible effects of fatigue are considered, it is

'ery possible that these stresses could significantly contribute to the failure of the

superheater header. As indicated in Appendix E, an excerpt from the ASME boiler

code, for an operating temperature of 400 Degrees F the maximum allowable stress is

15.0 (Ksi). Appendix F indicates that during a five year operating cycle there would be

approximately 300 boiler shutdowns. Approximately 50% of these shutdowns would

4-. employ the use of a steam blanket as described earlier. The rest of the shutdowns

would be from operating pressure down to ambient pressure. These shutdowns not

4. utilizing a steam blanket would lead to even larger thermal gradients in the header.

Although the data in Appendix F is for the CV-60 class of ship, the operating cycle

shculd be similar to the operating cycle of the LHA-I class. Using this criteria, the

results of the stress analysis would definitely indicate that a possible failure condition

exists. Some other pertinent considerations are included below.

1. Superheater Header Design

The U.S. Navy employs a similar header cross section in six classes of ships.

The only class which has experienced such a large number of failures is the LHA-I

class. The other applications which use a similar cross section differ in one major

area. The other applications of this header utilize a "sectionalized" design. In this

design instead of having one inlet,'outlet header and one intermediate header which run

the entire width of the boiler, the header is broken down into four smaller headers.

,with each of the smaller headers being approximately one fourth the width of the

boiler. For the LHA-I class the steam inlet temperature is approximately 500 Degrees

F and the outlet temperature is approximately 850 Degrees F during normal operation.

Therefore the superheater header is subjected to a temperature difference of

approximately 350 Degrees F from the inlet side to the outlet side. In the case of the

sectionalized" headers, the temperature difference from the inlet to the outlet of each
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section is in most cases less than 100 Degrees F. Since it has been demonstrated that

the thermal stresses and in particular the temperature gradients which produce them,

are the driving force for the stresses experienced in the header, it would seem that the

LHA-I class definitely has the potential for larger thermal stresses to be developed.

Also adding to the problem is the fact that the LHA-I class header has a mass which is

approximately four times that of each of the smaller sections. From the consideration

of the heat transfer problem, this would [ead to a much longer time for the header to

,each equilibrium and therefore the header would be subjected to these larger thermal

-gradients for a longer period of time. From a structural point of view, the sectionalized

headers provide more flexibility and thus tend to reduce stresses.

2. Effects of Creep

Although this study has not considered the effects of high temperature creep

on the structure, these effects are certainly important in this problem. If the boiler is

cperated at an elevated temperature for an extended period of time, it is possible that

through the creep relaxation process that the header could actually experience

extremely small stresses or possibly a zero stress condition during elevated temperature

operation. However, after this extended period of elevated temperature operation it

would be possible for a "stress reversal" to take place when the boiler is secured. If for

example. the header was in compression during elevated temperature operation, upon

shut down of the boiler it might be possible for the header to actually go into a state of

tension. If it is also considered that this process would occur each time the boiler was

secured, this process could lead to a fatigue condition in the header.

3. Effects of Vibration

Despite the fact that the effects of vibration have not been studied in this

report it is certainly possible that a frequency analysis of the structure would yield

* some significant information. Since the V2M boiler is the largest propulsion boiler

employed by the U.S. Navy, the superheater tubes are subjected to an extremely large

volume of air flowing through and around the superheater structure. It would seem

that the potential for some significant stresses to be produced due to vibration exists.

The possiblity of a resonance situation is one which certainly would justify further

investigation of the transient response of this structure.

* .. B. OPPORTUNITIES FOR FURTHER RESEARCH

The model which has been developed in this thesis provides a basis for further

v" studies to be made of the structure in question. With this basic model, the effects of
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numerous load conditions, boundary conditions and temperature fields can be studied.

Some possible avenues for further investigation are listed below:

' Obtain more detailed experimental temperature data in the weld region

* More detailed study of the heat conduction problem

, Inclusion of temperature dependent material properties

0 Inclusion of distinct material properties for the weld material

. Consideration of high temperature 'creep" effects on the structure

* Transient response of the structure

0 Further investigation ot' appropriate boundary conditions

Due to the complexity of this problem, it is not likely that one report could

include all of the possible areas to be investigated. This report has attempted to

develop a basic model of the superheater header tube attachment region and to identify

and investigate the significant factors affecting the stress level and possible failure of

the structure. It is hoped that follow-on studies will be made to further investigate the

cause or causes of the numerous failures which have taken place.
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APPENDIX A

TEMIPERATURE INSTRUMENTATION DATA FROM THE LSS
BELLEAU WOOD

SUPERHEATER HADER CROSS SECTION
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APPENDIX B

MATERIAL PROPERTY TEST DATA

Chemical Composition and Mechanical Properties

of ASTM A 387, Grade 22 Steel

Chemical Composition

Element Specification Analysis1

C 0.15 max 0.12

4n 0.30 - 0.60 0.42

P 0.03 <0.02

S 0.030 0.03

Si 0.50 max 0.22

Cr 2.00 - 2.50 1.98

Me 0.90 - 1.20 0.89

'ensile Properties

Specification Measured

Yield Scrength (0.2%),, kmi 30 min 35.3, 33.4

Tensile Strength, kai 60 - 85 67.2, 69.1

Klongation, Z I8 min 38, 37

Reduction of Area, % 65, 67

lAnalysis from Philadelphia Naval Shipyard, 43-194
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APPENDIX C
HEADERT INPUT FILE

HEADERT PAGE 0 1

C
C HEADERT
C BY LT JON W. f'AUFMANN MAY, 1987

C
pC EiOLUTICJN OF THE HEAT CONDUCTION PROBLEM FOR THE LHA-I CLASS HEADER

C

C IHE OUTPUT OF THIS PROGRAM IS THE STEADY STATE TEMPERATURES AT EACH OF

C THE 1001 NODE POINTS OF THE MODEL
kC

C
C THE OUTPUT FROM THIS PROGRAM IS READ INTO THE "POTENTIAL" BLOCK
C OF THE HEADER PROGRAM PRIOR TO EXECUTION

C
C-%,SI2*WVl*Vs$*XNUMBER OF NODE POINTS AND LOAD CONDITIONS**$$**$$******$**
C
SYSTEM
N-1001 LAI

CSsssC :s **sss**sDEFINITION OF ACTIVE DEGREES OF FREEDOM s$23S*88Iv**t*s2s
C
RESTRAINTS
1,l *1 R01,010. 1 1,

Cl* I$ssI*3I* s *W$SELEMENT TYPE FOR THE ANALYSIStISISu*3RI:33s$$$$*s$ss*$Sgvs
C
ASOLID

M-1 MAX-I ATYPE=O
I T=I

CSI$ :s$IIVI3SI***S*I$ MATERIAL PROPERTIESSI*$3* Is***8Sr!$ III*II*32$1$*gIsshlSI;
C
T=0 E-1 U-0.00 G-I
C8I$I*sW sVw ss*WI$ ELEMENT DEFINITIONS iCONNECTIVITIES) *311 336 "$$13$3$3$386

C
I So 1.4,2 Go 6,1 M=1

7 So 870,880.894 lJ. 7.1
14 S- 43.46.44 Go 7,1
Z I S-88. I'I ,- .89 Go 6.6

57 S=2t7.272.258 Go 12,7
141 S- 632,633,645 G" 6,6
177 S= 963,964,976 G 6,1

:18 Sa 024,925.937 G" 6,1
.I9 S 840,841,853 G- 6,1
195 S- 801,802,814 Go 6,1

CIsassswIs*&sS*CONSTRAINr OF COINCIDENT NODE POINTS8Isua**sgssISIl8 1s11s11s1
C
CONSTRAINTS

37 Co .87
9
.879,C0.040

-S C. O.8 4.894,(.
' ,
. ,0

79 C: .u. bl 7, 6 17 , j , r., 0

4) CA 0. 886,886, 0,r.0
41 CA 0.901. 90 .0,C.0
4-: C 0,91L.91I6.0,:,,0

76
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HEADERT PAGE * 2

43 C. 0,897,893.0,0,0
44 C: 0.98,'9e.0.0,0

45 C- 0.6:2, 62,o,0, 0
48.81 C= 0.6z,6::.0.0t 1= 0.1,1.0,0.0
I f.6, 1:5 C: 0. Z-.7,- 57,0.0,0 I= 0,15.15,0,0.0
-r C= 0.45",45Z,)o.:10

C= 0, 4 9 ', 467. t:, . 0

-51 C= ().492.42.C, 0,0

C= 0.f97.5f27.0.0.0

Z49 C= O,542.542.O.O.0

-:48 C: 0. 557"557,0,0.0

247 C- 0,572.57,:0,0.0
.46 C= 0,587.587,0,0,0
?45 C= 0.602,602,0,0,0
451 C- 0, 9:4,924.0,0,0
78 C: 0.924,924.0,0,0
975 C: 0,924, 9:4,0,0,0
150 C- 0, a".8, 1, 0,0, 0

SZ2 C- 0.801.801,0,0.0
9138 C: 0, 9Z 7, 9377, 0, 0, 0
865 C= 0,814,814.0,0.0
631 C- 0,672,6Z2,0,0,0
909 C- 0.617,617,0.0,0
244 C: 0,617,617,0,O,O
271 C

=  
0. 1765, 96:; , O, 0. 0

286 C= 0,964,964,0,0,0
t01 C- 0,965,965,0,0,0

dt6 C= O,q66,9b6,0,0,0

331 C= 0,967,967,0,0,0
746 C- 0,968,968,0,0.0
,61 C, 0,969,969.0,0,0
"76 C= 0,970,970,0,0,0
191 C- 0,971,971,0,0,0

406 Cm 0,972,972,0,0,0
4:1 C- 0,973,973,0.0,0
436 C: 0,974,974,0,0.0
466 Cu 0,775.775,0,0,0
481 C- 0,762,762,0,0,0

496 C- 0, 749,749.0,0.0
511 C- 0,776,736,0,0.0
f:6 C

= 
0,723,723,0,0,0

541 C 0,710,710,0,0.0
56 CU 0,697,697,0,0,0
571 C- 0,684,684,0,0,0
586 Cm 0,671,671,0,0,0
6d1 Cm 0,6'-B,658,0,0,0
516 C- 0,645.645.0,0,0
9'89, 1000, 1 Co 0,940.840,0,0.0 1- 0,1,1.0,0,0

5 18. 60. I C- 0,910,910,0.0.0 1 - 0, 1.1, 0.0.0
789,8',1i0. CU 0.925.925,0,0.13 1= 0,1.1.0.0,0
QZl.Qb6.l C. 0,802.802,0,).o I-:..i .O.O
F327 Cs 0:.978.878..0O.0

:$*SvtIv*vIIfvV*rJPuT AND GENERATION OF NODE POINTSsasIs!wIsselsIggIsIIsssssg

77



HEADERT PAGE 3

JOINTS
I Y .63) Z= 3.000
2 Y= .661 Z= 3.00f)
3 Y= .693 Z= 3.Olx:
4 ym .630 Z- 2.987
6 Y- .698 Z= 2.987
7 Yu .6Z0 Z- 2.974
9 Y- .702 Z- 2.974
to Yu .6zo Z- 2.961
12 Y .707 Z- 2.961
13 Y .6Z0 Z- 2.948
15 Y- .712 Z- 2.948
16 Y .630 Z- 2.935
IS Y .716 Z 2.915
19 Y .6:0 Z 2.922
21 Y .721 Zo -. 92
22 Y .6:0 Z= 2.909
24 Y= .7:6 Z= :.909
5 Y .6Z0 Za 2.896
.7 Y- .71 Z= 2.896
:8 Y .6z0 Zu 2.883
30 Y- .728 Z= 2.8
3t Y= .670 Z- 2.870
33 Ym .74) Z= 2.870
34 Ya .6-0 Z- 2.857
36 Y= .745 Z= 2.837
37 Y .620 Z= 2.844
38 Y .690 Z- 2.844
Z9 Y .7t0 Z= 2.844 L= 1,2,12
79 Y .620 Z- 1.000 G- 37,79,3
9o Y= .690 Z 1.00) G= 38,90,3
81 Y= .750 Z= 1.000 G- 39,81,3
95 Ym .6Z0 Z- 0.000 G= 79,85,386 Yv .69o Z= o.000o Gs So. a . :
87 Y- .750 2= 0.000 G= 81,87,3
9a Y .69Z Z= 3.000
89 Y .714 Z- 3.010
90 Y .7,5 Z= 3.0L7
91 Y .755 Z= 3.023
92 Yu .776 Z- 3.026
93 Y- .797 Zo 3.029
94 Y= .817 Z 3.00
95 Y= ..38 Z= 3.029
96 Y= .858 Z 3.02
97 Y .979 Z= 3.012
99 Y= .900 Z= 3.016
99 Y. .921 Z. 3.009
l0) Ya .938 Zu 3.000
I1I Y .918 Z= :.995
1:6 Y .938 Zu 2.989
129 Y .938 Z= Z.994
it: Y .93e Z- 2.975
16t Ya .9:8 Z 2.970
178 Ys .979 Z- 2.960
191 Y .937 Z. 2.952
204 Y .97: Z. 2.9:6
217 Yo .9:8 Z. 2.9:1
2,0 Ys .9:1 Z 2.94:6

78



HEADERT PAGE 0 4

247 'is .112 Zo 2.992
-1-6 Y= .901 Z --.SOL)

:tt Y= .989 2= 2.869
54 Y= .875 Z= 2.860
=7- Y- .860 Z= 2.854
:t: Y- .845 Z= 2.848
=51 Y= .83c ) = 2.845

.25,) Ys .813 Z= 2.844
:49 Yu .799 Z= 2.844
248 Y= .798 Z= 2.844
247 Y- .77a Z= 2.844
246 Y= .769 Zm 2.844

245 Y= .757 Z= 2.844
Z44 Y- .750 Z= 2.843
2I Y= .745 Z= =.957
218 Y= .740 Z

= 
2.870

205 Y= .776 Z= 2.88
192 Y. .7:1 Z= 2.896

179 Y- .726 Zo 2.909
166 Y= .7:t Z= 2.922
1- Y= .7t6 Z= 2.9Z5
140 Y= .712 Z= 2.948
127 Y= .707 Z 2.961
114 Y- .702 Z- 2.974
101 Y= .699 Z% 2.97 L- 98,12.12
257 Y= .9Z8 Z= 3.000
271 Ym 1.200 Z= 3.000 G= 257,271,1
451 Y- 1.200 Zo 2.581 G= 271,451,15

671 Y- .750 Zw 2.581 8= 451,G= 1,15
617 Y= .750 Z 2.843
6:0 Y= .750 Zw 2.601 G- 617,630,1

602 Ya .757 Z= 2.844
5a7 Y- .769 Z= 2.844
572 Y= .778 Z= 2.844
557 Ys .799 Z= 2.844
54: Y .799 2= 2.844
527 Yo e13 Z= 2.e44
512 Ys .820 Z= 2.845
497 Y- 845 Z= 2.848
482 Y .860 Z= 2.854
467 YV .875 Zo 2.860
45 Y= 89 Z= 2.869
477 Y .901 Z= 2.a90
4Z: Y= .912 Z- 2.992
4(i,7 y. .921 Z= 2.906

'is .928 Z= 2.921371 Y= .933 Z= 2.936
3Z2 Ys .9:7 Z= 2.952
347 Y. .938 Z= 2.960

5 " z Y= .939 Z= 2.970
:17 Y- .938 Z= 2.975
2') Y. .9z9 Z= 2.984

:87 Y. .938 Z= 2,9S9
272 V= .9;8 Z= 2.995 L= 257,14,24
81,2 Y- .750 2= 2.581
644 Y= .7-( Z= 1.000S o 6:2.644,1
798 Y- 1.:00 Z= 2.591 G= 62!. 788. 13
8'),) ym I. : 00 Z= 1.o00 0G 796.800, I
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HEADERT PAGE * 5

901 Y- 1.470 Z- 2.5! 0- 644.900,13 L- 6Z2.1:,12
e1 Y- 1.470 Z- 1. 000
827 Y- 2. OC0 Z= 2. 581
8:9 y. 2. ('10 Z. I. () ( 0 O e01,827,813.839,13,1
8340 Y- 1.7 Z. 3.0100

t~t Y-1. 70Z- :.Mel
8&,6 y- 2. 000 Z- 3.000
978 y- :!.000o Z- 2.581 0- 840,136,852. 878, 13, 1

'.879 Y-. .60 Z- 2.844
89-, Y- .6:0 Z- 2.tal
909 Y- .7150 Z= 2.844
92: Y- .7t0 Z- :.581 as 879,909,893,923,13,1
9:!4 Y- 1.:00 Z- 2.581
9150 Y- 1.470 Z= 2.t81
9:6 Y= 1. :r)o Z. 1.0oo
962 y- 1.470) zI .2'u 0- 924,950,976.962,13.1

9'IS y- 1. 2 r') Z. 2.t81
1,( - 1.470 Z- 2.581l Q- 963.999.975,1001,13,1

C
C INPUT OF BOUNDARY CONDITION TEMPERATURES
C (IN PLACE OF Z DISPLACEMENTS)
C
DISPLACEMENTS
1.85L.2 U- 0.0.350

J U. 0,'. 
3U- 0~,,:50

89,100.1 U. 0.(, ,33')
238.271.! U- 0,o,:ZO
976 U. 0.). :30(
Q99 U. 0. 1 ," 13)

83:: U- 0.0), :33')
866 U- 0.0,33')

8!5 7 U- 0.0,1446
868 U- 0,0, 42
869 U- 0.0.-,7,
870 U- 0,0.334
871 U- 0, (. 3:0
9372 U- 0'0"':&
87', U- 0.0).322
e74 U- 0.0,318e
8 7s U- 0.0,314

e--U. (' 306
219 U-. 0.0.302
e29 U- ). 0. 298
829; U- 0.,)t29 4
s,() U- 0.0.Z290

.r.ai U- ). 0. 286
e:: U- 0.0. 282
933 U- 0.0,:!78
874 U- 0.0).274

8:3U- 0. 0,2Z70
9:6U- 0.0).266

B-7 U- 0.0),262-

8:9U- 0.0,Z54
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APPENDIX D

HEADER INPUT FILE

C HEADER PAGE 0 1

C|

C HEADER
CY LT JON W. AUFMANN MAY, 19S7
CI3kESltlttttSt tt tSII*stttaStSSSS* S*StS ttS~tsR;SS~sWS*S *g5Stttt 5tg

C
C STRESS ANAL SIS OF THE LHA-1 CLASS HEADERITLJE ATTACHMENT WELD JOINT
C
CSS 1$iIttI liltSft itW*WIl*R OF AD NI t t55*S g***IStE t IO$$**4$$$ t** t****
CC Ti-US F L:.ZM " STUO1ES r E E 'E_'S OF "£TEFATURE AND A LONGITUDINAL

TUGE LOAD ON THE SUPEFHETER HEGRE ATTACHMENT WELD JOINT

C

~CIvsIIaI1$11E;,"NUr1EER OF NODE POINTS AND LOAD CONDITIONS*SI*I$Is$,tI IIsS
c

% SYSTEM

. N10O01 L
= 

3

CZISRI**SS$SESSDEFINING THE ACTIVE DEGREES OF FREEDDMSSIIIaassagIs a¢sguss;.ss

RESTRAINTS
4"1.1001.1I R ,I . 0.0. 1I , I

.: ~~866, 878,t .1 ttX,,

CIS9*DSItSSEIISIIIISI ELEMENT TYPE FOR THE ANALYSISlzssvsszstssltsstttttgttts
C
ASOLID
M-1 mAXaI ATYPE-O P-1. To 0.1.

~CSESISIWI*33321*ES9SESSIIIMATERIAL PROPERTIES*IIISSSSSS'sIiI~a il I, 553

C
,-0 E=:0600 J-.ZO A=.00065

U SCII9#9**8*USS *SsII sS ELEMENT DEFINITIONS (CONNECTIVITIES) 8*u*SSSSpSSutgssszss

I S 1.4.2 G= 6.1 M-1 TZ- 300.0
7 S 879.88O.894 Go 7.8
14 .S 41,46,44 Go 7,1

ri S=89. 101.89 G. 6.b

* 57 S=7,:7Z.259 G - 12,7
" 141 So 6:Z.6::,645 5Go 6.6

177 So b:.964.976 Go 6.1
183 S q24.9Z5,9Z7 Go 6,1
199 S 840,841,853 Go 6,1
195 So 801.e02,814 G" 6,1

C.OI"8*S*lII3SS33*CONSTRAINING OF COINCIDENT NODE PDINTS*S$ iSSI S*$ 2 538

-., C
CONSTRA INTS
.1 3,363 C- 0,, e.n,0.O -o, 1..13,0,00

C 0,879,879.0.0.0
,a C- 0,e94,894,0.0.0

C. 0 ,617.b7,0.0.0

40 C- Q. 686.6(6. 0.o.0
41 Co 0.Q1.901.0.0.0
%2 C- 0,916,916,0.0.0

.L

SL...... ...........4 . . -&[ .,.'''- E' "" ' " "" '" "' '"""" '£'-7'.'%: .' ,. ,-"'" " .. j ,,. .z -'. . . -". ' , j?, :_ - -



C EADER F AGE 0

-_. C- OB0. '3,0.0 , 0

44 C. , 9':.S. 90 QO, 0 0
45 C- 063.b32.0,0,0 6z C..0

48,61.Z C= 0,,6s;. , 0 I= O, 1,0.0.00
j00 .' ,13 Cm 1-Z 0,.. 5 . , , '. 0 15, 15,L, 0, 0

-55 C= 4 0,4 1.90. 0
Z54 C= 0, 47. 4t.7 . 0. 0

25"3 C= 0, 407.4o. ,0. , 0

.1 C 0. 2, . )0,.O0
2Z0 C- 0.,2 .7,:2 . 0.0.0

249 C- ) 54Z. 54-2. O,. 0.0
" '248 C --st", 557. 557,0. 0

"247 c (? 5 7 . 57 . 0. 0

27 Ce 0.587,587.0,0.024!f C. 0 , OT'):. (). 0. 0

451 Cu 0,9!4.924,0,0.0
738 C- 0.924.924,0,0.0
973 C 0,924.924.0,0.0
1001 C. 0,801. 802,0,0
950 C- 0n,0t6801.00.0
32 C- 0.0,.01.0,0.0
988 C- 0, 97, 97, 0, 0.0
965 C= 0,97,814.(00.0
65 1 C. 0~ .6Z: 6:. O. O. 0

9(6 C- 0,617,1770,0,0
244 C- 0.67,617,0,0.0
271 C. 0.96,963.0,0.0
286 C- 0,964.964,0,0.0

341 C- 0.966.91,0,0,0

:;"I C- 0,967,97.0,000

576 C- 0.968,968,0,0,0

576 C- 0,970,9700,0.0

A91 C= 0.97.971.0,0,0
406 C- 0,972,972,0,0,0
49,121 C- 0.977.97S,0,0,0

, 461,6 C- 0,974,974,0,0,0
-9466 Ca 0,775.775.0,0,0

481 Co 0. 76::, 762. 0, (). 0
496 C- 0. 747, 749, 0,']0

519 C-s 0.o7Z6,73,0,0,0 -. 1
52 Cu 0, 72Z,723,0,0.0

541 C- 0. 710. 710, 0.0, 0
5 C- O,6(97, 697., O, 0

571 C 0, 684.684,0,0,08 "O t~~,,,

601 CTH - 6te,65CO O, 0 ONRH
616 Cm 0,6b45,6:45.0O,0, 0

989.1000,1 Co 0,8440, 0,0, Im 0,1,1,0.0.0
' ' 618.67,0. I C- 0,910.910.0,0,0 I- ~~,,,

:82

•,789.90f), I c- 0, 925, 925, 0, 0.0 Is 0,I. 1,0,0.0
951,962.1 com O,s02., O,,,q In 0.1,1,0.0.0

!C THE RESULTS PROM EXECUTION OF HEADERT ARE INSERTED IN THIS BLOCK

'!



HEA~DER cAGE v 3

C*S,,s$5UUsf*sUIVISttsUVPRESSURE LCOD fNIINISPS*3tI33~~eS.

E. Fl. 700, O
,3. 7 := 00,'0

1 - 1= .10. 0

2 C~ 0.1.0
3 C~ 0,0.1

4 C.1,0,0
5 C= 1'.0

6C. 0,101

C.,**,,,$S*,*S,,*Z*ZS***SLONGITUDINAL TUBEL0DS**S*aS*mss.Ss
c

85 (..= 3 r- 0.0,-o.02!53
86 L= 3 F- 0. 0, -0. 10 13
87 1-- Z F- 0,0,-0.0253

C*SZ*.****,3E*S*S$*INUTAND GENERATION OF NODE POrNTSSI.S*wau*8uWt2,S

JOINTS
I Y- .bz0 Z- 3.000
2 Y- .bbl Z. 3.000
3 Y= .693 Z- 3.000
4 Y. .6-,C Zo 2.987
6 Y. .699 Zz :.9a7
7 Y- .630 Zo -. 974
9 Y-= .702 Z- 2.974
10 Y- .6:0 20 2.961
12 Y= . 707 Zo :!.961
13 Y= .60; Za 2.948
1-1 Y~= .712 Z- 2.948
16 Y. .610 Z- 2.935s
IS Ya. 716 Z. 2.935
19 Ys .630 Z- 2.922

:1Y .721 Z- 2. 922
22 Y- .630 Zn 2.909
24 1(- .726 Z- 2.90'9

:z Y- .6s0 7- 2.696
Z!7 Y= .731 Z- *2.896
:8 Y- .6s0 Ze 2.883
,0 Y- .776 Z- 2!.883
31 Y. .60-C Z. :.e70
33 Ya. .740 Z- 2'.870
:4V .6;(0 Z- 2.857

;6 Y- .74, Z- :.'

83



i HEADER PAGE 4 4

'y .6 ,) Z- 2.844
Ya Y- .6 ) Z- 2.844

, 29 Yu .75, Z- 2.844 L- 1,2.12
79 Ya .6 ,) Za 1.C ,j G- ;7.79,7
80 Y- .690 Z= 1. 000 G :8, 80. 3
81 Y .75) Z- 1.000 G- S9.81.3
85l Y. .6:0 Z- 0.000 (Ga 79,85.3
86 Y- .69) Z- O.OuO G- 8,86,.3
87 Ya .750 Z- 0.000 G- 81,87,3
ee ym .693 Z- 3.000

89 Y .714 Z- 3.010
90 YV .735 Z- 3.017
91 Ya .755 Z. 3.023
92 Y- .776 Z- 3.026

a' 93 Ya .797 Zu 3.029
94 Y- .817 Z- 3.0:0

95 Ya .88 Z. 3.02996a .858 Z. 3.026
97 Y- .879 Z. 3.022

98 Ya .90) Z- 3.016
99 Y. .921 *Z- 3.009
100 Ya .938 Z- 3.000
113 Y .9,8 Z= 2.995
1:6 Ya .978 Z- 2.989
1,9 Ya .938 Z- 2.984

* 152 ya .938 Z- 2.975
165 Ya .921 Z- 2.970
178 Ya .938 Za 2.960
191 YV .937 Z- 2.952
204 Ya .933 Z- 2.926

-a" 217 Ya .928 Za 2.921
220 Y= .921 Z- 2.906

243 Y- .912 Z- 2.892
% 256 Y- .901 Z- 2.880
.. 55 Y- .889 Z- 2.869

254 Ya 875 Z- 2.860
25 YV .860 Z- 2.854
252 Ya .845 Z- 2.848
251 Ya .830 Z= 2.845
25) Y= .813 Za 2.844
249 Y- .799 Z- 2.844
248 Ya .788 Z- 2.844
247 Ya .778 Z- 2.844
Z46 Y= .768 Z- 2.844
245 Y- .757 Z- 2.844
244 Y= .750 Z- 2.843

2:1 Y= .745 Z- 2.857
:is Ya .740 Z= 2.87)
:.5 Y= .736 Z= 2. 68
19: Y: .731 Z- 2.896

179 Ya .726 Z. 2.909
166 Y= .721 Z. 2.922
157 Y .716 Z- 2.925
14) Ya .712 Z- 2.948
127 Ya .707 Z- 2.961
114 Ya .702 Z- 2.974
101 Ya .698 Z- 2.987 L- 88,12, 12
257 YV .9:8 Z= 3.000

84
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C HEADER PAGE 5

271 Ym 1.200 Z- 3.000 Go 257,27i,t
4'51 Y= 1.200 Z- 2.581 Go 271,451,15

'..6;1 Y- .750 Zm 2.Z81 Go 451,6Z1,15
617 V .750 Zo 2.843
630 Y- .750 Zo 2.601 Go 6L7,630,1
602 Ym .757 Z- 2.844
567 Y= .76s Z 2.844
572 Ym .778 Z- Z.244
57 - s .788 Z- 2.844
M42 Ys .799 Z= 2.844
527 Y- .813 Z- 2.844
512 Y- .830 Z- 2.845
497 Y- .845 Z- 2.848
482 Y- .860 Z- 2.a54
467 Ya .875 Z- 2.860
452 Y= .889 Z= 2.869

437 Y= .901 Z- 2.880

4:2 Y .912 Z= '.892
407 Y- .921 Z: :.906
392 YV .928 Z= 2.921

377 Y- .933 Z= 2.9Z6
362 Y- .937 Z- 2.952
347 Y- .938 Z- 2.960

2- .938 Z
= 
2.970

317 Y- .938 Z- 2.975
302 V= .938 Z 2.984
287 Y .938 Zw 2.989
27" Y- .9:8 Z- 2.995 L- 257,14,24
632 Y .750 Z- 2.521
644 Ym .750 Z= 1.000 Go 632,644,1
788 Y= 1.200 Z= 2.581 Go 632,788,13
200 Yo 1.200 Z= L.000 Go 788,800,1

801 Y= 1.470 Z= 2.581 G 644,800,13 L" 632,12,12
813 Y 1.470 Z= 1.000
827 Y= 2.000 Z= 2.581
839 Y- 2.000 Zm 1,000 Q 801,827,813,839,13,1
840 Yo 1.470 Zm 3.000
852 Y- 1.470 Z- 2.581
866 Y- 2.000 Z- 3.000
878 Yu 2.000 Z- 2.581 0- 840,866,852,878,13,1
879 Y- .630 Z- 2.844
893 Y .630 z- 2.581
909 Y- .750 Zo 2.844
923 Y- .750 Z- 2.581 Q 879,909,893.923,15,1

9!4 Y- 1.200 Zw 2.581
9!) Y- 1.470 Z= 2.581
936 Y- 1.200 Z= 1.000
962 YV 1.470 Zz 1.000 O= 924,950,936.962,13,t
q63 YA 1.200 Zw 3.000
q89 Yo 1.470 Zu 3.000

975 Y 1.200 Z2 2.5BI
IC:,01 Yu 1.470 Z- 2.58 0- 96:% 9e9. 975,1001,1V%

'I.
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APPENDIX E
EXCERPT FROM ASME BOILER CODE

Table PG-L.1 SECTION I - POWER BOILERS 1916 Edition

TABLE PG-23.1 (CONT'O)
MAXIMUM ALLOWABLE STRESS VALUES FOR FERROUS MATERIALS, ksi

(Multiply by 1000 to Obtain psi)

So, ified For Maum Toeratuw mot E£cewing I
NOm Product S w-. Grae Mimmum - 20 to -20 to

Co.om Fovm Number Or Clasz Notes Teloie 100 200 300 400 400 So0 boo 650

Law AlJ Stem C attd)

'1..cr-,-,o-Si Po. SA-182 PI1 . .. 700 ....... .. .... 17.5 17.5 17.5 ',7 S

1 1Cr- jMo-S, Pjte SA-387 11CA.2 (4) 71.0 .............. 18.8 18.8 18.8 18.8

''.Cr-liMo Cast SA-217 WC6 (4)(5) 70.0 . .. .......... 17.5 17.5 17.5 17.5

2Cr-", SfL -b. SA-213 T3. -7
m 2Cr-ft Su. P. SA-369 FP36 . 1 . .0. .. .......... 15.0 15.0 14.7 14.4

ZI.C-.mo ;"at# SA-387 22C1.1
2 .Z r-M0 S-1S. Tb. SA-213 722
2.Cr-iMO Sme. ft. SA-335 P22
Z'.Ct-1?MP -orq. 3A-336 F22& -- 60.0 ...... . ........... 15.0 15.0 15.0 15.0
2Yi.Cr-IMO SMOL PD. SA-369 FP22...

. 2L.C'- Im4 Crfq. SA-I32 F22&

2Y.Cf-Ima Fttu'm SA-134 WPZZ(0

- .2t'.cf1me cast. SA-217 WC9 (4)(5) 70.0 17.5 17.5 17.3 16.9 . . . 1I&& 16.3 1b.7

2k'4Cg-1m* Famq SA-192 P22
2 C,-.1Mo "ate SA-387 22c.2 ( 75.0 18.8 18.8 18.3 18.0 . . . 17.9 17.8 17.7
2.Cf-ImO Po.1. SA-336 F22

Xt-IM: ;Kate SA-367 210.1
JCf- .M Sns. Tb. SA-213 T21 ...
Jcf-1mo Smis. P0. SA-3JS P21 .. . - 60. . ... . ........... 15.0 15.0 i5.0 15.0

M, FC,-11 Porg. SA-3JI P21S . . .

lXr-~ma SAUS. Pp. SA-369 PP21

XC.-IMO Frg. SA-182 F21 . . .

,,r-MO Pate SA-387 21C.2 (4) - 75.0 18.8 18.8 18.3 18.0 . . . e7. 17.8 17.7
J¢r-IMo ;orq. SA.336 F21 . . .

'Cr- Mo ;;ttirqs SAo234 WPS (201
% 5Cr-1o mpate SA-387 5

5Cr-Umo Smui. Th. SA-213 TS
5Cr-l, o SMA& I9. SA-335 PS

SCr--,M-A Save pp. SA-369 FP,9
sCr-" M Pom. SA-336 FS b.0 15.0 15.0 14.5 14.4. . 144 14.. 13 9SCr-.," Mo-' S5 Y 8 Tb. SA-ZI] T5b1.

5Cf-',mo-S, Safs. P0. SA-)35 P56

5Cr-4 ,Mo-, Smwe Tb. SA-213 TC ..

'5 3Cr--"Mo-T SOLt. P0. SA-J5 PSc

5cr-L"mo coq. SA-182 5 70.0 17.5 17.5 17.0 16.8 16.8 16.5 16.3

sCr-'¢mo oq. SA.336 FU 80.0 20.0 20.0 19.4 1192 192 18.7 S..

5Cr-iMO o q. SA- 12 FSa 90.0 22.5 22.4 21.8 21.6 21.b 21.3 20.9

SCr-1M4 Cast. SA-217 C3 41(51 0.0 22.5 22.4 Z1.8 21.6 . . . 21.6 21.] 20.9

S6
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TABLE PG-23.1 (CONT'D)
MAXIMUM ALLOWABLE STRESS VALUES FOR FERROUS MATERIALS. ksi

(Multily by 1000 to Obtain psi)

FPa AfEW Towaftww Not EzcsoaM4 T
S£oi. GewQ

. 70 ,"50 00 850 90 950 1000 1050 1100 2.50 1200 1250 1300 1350 1400 1450 L500 Numfiep or Clas

I Low Ally S(ee (Cam 6)

1.7.5 17.5 17J 17.1 5.9 t1. 6.9 4.6 2.8 (2. 1 (1.2) ... ... ... SA-182 F11

J1.4 16.8 1. Wli 13.9 11.0 6.9 4.6 2.8 Q2.1) (1j) ... ... ..... ... . SA-367 11C1.2

. 7.5 173 7 17,1 15.9 11.0 4 4.6 2.5........... ... .................. SA-2.7 WC4

SA-21 7,3bT
1,2 13.9 :.). 1.. I.Z 10.0 .2 4.2 2.6 (1.4) (1,0) ... ... ........ SA-369 FP~

SA-87 22C.1
SA-21] T22

SA-13$ 922?,i.0 15.0 135.0 1.4.4 13.1 11.0 7.8 5.$ 4.2 (3-0) (1,,&) . .. .. . . .. .. SA-336 1:22a

SA-.182 r22a
SA-234 WP22

166 1 I ,
,  

.7 ,15.0 14.2 11.0 7.4 5.8! 4.4 (2.51 (1.3) . .. .. .. .. ... ... SA-217 WCq

• 17.,5 11,2 16.4 l.b.4 15.8 1.0 7.6 5.8 4.4 (2.3) (?,.3) . .. .. . . .. ... . .. SA.-36.7 220 .2
"e A-336 Z22

SA-367 210.1
SA-213 T2114.8 .4.5 13.9 13.2 12.0 9.0 7.0 53s 4.0 (2.71 (1.5) ......... SA-3S P21

SA-336 F21at

SA-369 PP7U

SA-112 F2117.5 17.2 16.9 1b.4 13.1 9.5 6.4 4.9 1.2 (2.4) (1.3) .................. SA-3 7 ZIC..2
SA-.334 21

SA-23A WS

SA-)4 5: T

. S34-38 SJ",
SA.213 75

SA-135 PS

SA-369 PP5
:3.7 1.2 . 8 1.2.1 1 8.0 . 4.2 2.9 2.0 1.3 .......... SA-13% P'S

SA213 '53b

SA-M it 3

SA-335 Aft

16.0 "S.4 '.4.9 '.4.1 Jo's 8.0 3.8 4.2 2.9 2.0 1,2 SA- 182 F5

18.2 176 17,0 14J 10.4 6.0 .5$ 4.2 2.9 2.0 L .. . SA-33t6 FS

20.5 19.8 19.1 14. 10.8 .0 3.1 4.2 2.q 2.0 1.3 .. . .. . .. . . . SA-182 P
a,

*,, 19.8 19.1 14.3 10.19 $.0 5.8 4.2 2.9 2,a 1J . . .. . SA-217 C5
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APPENDIX F
PROJECTED BOILER OPERATING CYCLE (CV-60 CLASS)

go. of cycles Type of pressure/temperature cycle

1 150% design pressure hydro

3 125Z max. operating pressure hydro

60 100% max. operating pressure hydro

150 cold (0 psi) to operating pressure and temperature

I 150 steam blanket (150 psi) to operating pressure and
*" temperature

225 cold (0 psi) to steam blanket (150 psi)

300 125 psi variation at operating pressure and
temperature

A<
8

$ 5 - . . . . i
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